
AFM characterization 

The roughness of Ti and Mo thin films were measured by Atomic Force Microscope (AFM). Ti 

films on glass and silicon substrates have high roughness compared to Mo films. Silicon surface 

found to be smoother compared glass. Figure 4 shows the AFM images of Ti and Mo single 

layer thin films. 
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