CLASSIFICATION OF NATURAL & MAN-MADE FIBRES

NATURAL MAN-MADE
Animal Vegetable Mineral Natural Polymers O \XKhetic Polymers
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Cotton Linen Asbestos Regenerated Rm @ulose Alginates
Hemp protei N esthers Natural
Ramie -‘ ellulose rubber
Jute, ( 1k yorO acetates)
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Silk Wool Speciality Hair Polyurethanes Polyamides Polyesters Polymerised Synthetic
¢ ¢ ¢ (nylons) hydrocarbons rubbers
(ethylene, propylene)
Cultivated Sheep Camelid Goat Fur
Wild l l l Polyvinyl derivates
Alpaca Mohair Beaver Fluorine Chlorine Cyano Hydroxyl
Camel hair Cashmere Mink substituted substituted substituted substituted
Llama Angora rabbit  (polytetrafluorethylene) (vinyl alcohol)
Vicuna Rabbit l l
Mono-  ------- Di- Mono- di-substituted
substituted substituted substituted (vinylidene
(vinyl chloride) (vinylidene (acrylics) dinitrile)
chloride)
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